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FRFE standard : RICE (JIS K 6254 : 2010 #E)
RIC method (Based on JIS K 6254 : 2010)
SHBRA~TVE sample size : 50 mm
[EMEBRE compression speed 1 mm/min
B GHBRER Test result
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The figures all indicate representative values.
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