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Stress-Strain Curve

m RERY ST rest sample
PORON TM-20

m RXB&R757E Test Method

FRHE standard : RICiE (JIS K 6254 : 20108 #)
RIC method (Based on JIS K 6254 : 2010)

SRBRA I sample size : 50 mm

[EHEIRE compression speed 1 mm/min
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JEHBTRTER Stress [MPa]|0.000{0.025(0.0280.030| 0.032|0.039|0.054| 0.089 | 0.202 0.616| 1.972

FEFETRFRIETHD., RIHMETEHDFEA.

The figures all indicate representative values.
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