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Stress-Strain Curve

u Eit:%ﬁﬂ-\/j}ll Test Sample
PORON  SR-S-24P

m RBR57E Test Method

FUE standard : RICE (JIS K 6254 : 20108#)
RIC method (Based on JIS K 6254 : 2010)

SHBRA TV sample size : 50 mm

Efﬁﬁﬁifﬁ Compression speed 01 mm/min

B SRBRFEER Test result
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The figures all indicate representative values.
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