Microcellular Polymer Sheets . BRa O /5 L) T
P O H 0 N RO:EEERS |NOA(-;\’CORPOF;\T|JON

— TEL: +81-569-74-1811 www.PORON.jp

B‘Zﬁﬁé*ﬂ Technical data sheet

faIEE e HRfR

Stress-Strain Curve

m RERY ST test sample
PORON SR-S-15P

m SRXBR75E Test Method

AR standard : RICE (JIS K 6254 : 2010E#)
sBRA <& sample size : @50 mm
E,’HEJ‘EFE Compression speed 1 mm/min

B EHERFEER Test result
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0.000( 0.003|0.004]0.004]0.004|0.006|0.008/0.016] 0.044]0.164(0.739| 1.206

FEREIETRFIETHD., IREHETIEHNFEF A, The figures all indicate representative values.
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